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AN ELECTROCHEMICAL MODEL FOR HOT-SALT 

STRESS-CORROSION OF TITAN1U M  ALLOYS 

by Marvin  Garfinkle 

Lewis Research Center 

SUMMARY 

An electrochemical model of hot-salt stress- corrosion cracking of titanium alloys 
is proposed to correlate the diverse observations made concerning th is  process. Ac­
cording to the model, an oxygen-concentration cell exists between the exposed surface 
of the corrosion specimen and shielded areas,  such as under salt crystals and at crack 
tips. Oxygen is reduced at the exposed cathode regions, while substrate dissolution 
occurs at the shielded anodes with the formation of complex halides. The hydrolysis of 
these halides is the source of hydrogen that subsequently embrittles the substrate. 

The model is consistent with observations made concerning the distribution of vari­
ous ions and absorbed hydrogen in the vicinity of stress-corrosion cracks. The model 
is also consistent with the effects of salt composition and various surface additives on 
the susceptibility to stress-corrosion cracking as well as the effects of alloying and 
coatings. 

INTRODUCTION 

In numerous laboratory experiments, titanium alloys commonly used in compressor 
components of turbine aircraft engines have been found to be susceptible to hot-salt 
stress- corrosion cracking. Service failures of such compressor components have been 
reported, but none could be conclusively related to stress- corrosion cracking (ref. 1). 
To resolve this discrepancy, extensive investigations of the mechanical and atmospheric 
conditions that lead to cracking of commercial alloys have been conducted (refs. 2 and 3) .  
Apparently, the limiting conditions that lead to cracking have not been exceeded in pre­
sent engines under normal operating conditions. However, because future engines will 
probably be operating at higher temperatures and stresses for prolonged periods of 
time, it is imperative that the processes responsible for stress- corrosion cracking in 



titanium alloys be identified. 
The observation by previous investigators (refs. 2 and 3)  that the substrate is em­

brittled as a result of the stress-corrosion process precludes simple dissolution as the 
failure mode and instead suggests that an embrittling species is generated by the cor­
rosion process. It is now generally accepted that such is the case and that hydrogen 
embrittlement is the direct cause of cracking. Disagreement exists (refs. 4 to 6), how­
ever, as to the mechanism of hydrogen generation. 

Hot-salt stress-corrosion cracking of titanium alloys appears to consist of four 
basic processes: 

(1) Substrate corrosion 
(2) Hydrogen generation 
(3) Substrate embrittlement 
(4) Crack initiation and propagation 

The first two, which have been least examined, involve the chemistry of the salt, the 
atmosphere, and the substrate, while the last two, which have been extensively investi­
gated, involve the physical and metallurgical properties of the substrate alone. Obser­
vations designed to elucidate the first two basic processes were of secondary importance 
in most metallurgical studies and therefore were usually not substantiated by critical 
experiments. Nevertheless, sufficient data have been gathered concerning the effects 
of atmosphere and salt composition on the stress-corrosion process for various models 
to have been proposed in the Literature. These models can be divided into two classes. 
Models in the first class require direct salt-atmosphere- substrate interactions for the 
formation of the embrittling species, of which the Rideout pyrohydrolysis (RPH) model 
(ref. 4)is the most comprehensive. In the second class are models which assume that 
electrochemical processes are responsible for the generation of the embrittling species, 
such as the Ripling electrochemical (REC) model (ref. 5). 

Pyrohydrolysis is an analytical technique devised for the determination of halogens 
in salts that readily hydrolyze. Steam is passed over the salt at elevated temperatures, 
and the effluent is analyzed for hydrogen halide. According to the RPH model, the pyro­
hydrolysis reaction takes the form 

Ti + 2NaC1+ 2H20 - TiC12 + 2NaOH + 2H (1) 

The resulting titanium dichloride readily hydrolyzes at elevated temperature to form hy­
drogen chloride, which subsequently reacts with the substrate to form hydrogen and ad­
ditional titanium dichloride. The hydrolysis reaction then repeats, beginning another 
hydrogen generation cycle. 

In contrast to the pyrohydrolysis model, the REC model assumes that stress-
corrosion cracking is an electrochemical process that involves an oxygen concentration 
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cell. Oxygen is consumed at the cathode according to the following process: 

At the anode, simple metal dissolution is assumed to occur. While Lingwall and Ripling 
(ref. 5) do propose that hydrogen embrittlement is the ultimate mode of failure, they do 
not illustrate the means by which hydrogen could be generated from an oxygen concen­
tration cell. 

The purpose of this study was to examine the effects of atmosphere and other vari­
ables on the processes involved in stress-corrosion cracking of titanium alloys in order 
to evaluate possible embrittlement models, including the RPH and the REC models. 

A series of titanium alloy tensile specimens were salt coated and then exposed at 
elevated temperature to different environments while subjected to various deadweight 
loads. To determine whether a particular load and environment had caused embrittle­
ment, the exposed specimens were then tensile tested at room temperature. 

The results of the investigation were evaluated in terms of possible rate- controlling 
reactions and mechanisms of the corrosion process. Based on this information, a com­
prehensive model for hot- salt stress- corrosion cracking of titanium alloys is proposed. 

Since hydrogen embrittlement is widely considered to be intrinsic to the mechanism 
of stress- corrosion cracking, particular attention was paid to possible mechanisms that 
result in hydrogen generation. The metallurgical aspects of stress- corrosion cracking, 
such as the effects of microstructure on hydrogen embrittlement, were not considered 
in this study. 

EX PER IMENTAL PROCEDURE 

Material 

Sheet tensile specimens were fabricated from commercial titanium alloy Ti- 811 
(Ti-8A1- 1Mo- l V ,  w/O) sheet stock 0.50 mm (0.02 in. ) thick. The material was re­
ceived in the mill-annealed condition (1060 K (1450' F), 18 hr; air cooled). The chem­
ical analysis as reported by the supplier is given in table I. To increase the maximum 
stress  level to which the specimens could be subjected, the sheet material was cold-
rolled to 0.40 mm (0.016 in. ). This raised the ultimate strength from 1000to 1300 MN/m2 
(145 to 190 ksi). The elongation was about 10 percent. Tensile specimens were  ma­
chined to the configuration shown in figure l. Specimen exposures at temperatures 
up to 700 K (800' F) for 24 hours did not affect the tensile values. Several unalloyed 
tensile specimens fabricated from 0.50-mm (0.02-in. ) annealed sheet cold rolled to 
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Figure 1. - Dimensional specifications for tensi le specimens. Specimen thickness, 0.40 mi l l i ­
meter (0.016 in. 1. 

0.40 mm (0.016 in. ) with the configuration shown in figure 1were also tested for refer­
ence purposes. Their ultimate strength was 876 MN/m 2 (127 ksi). Elevated tempera­
ture properties of both the alloyed and unalloyed tensile specimens a re  listed in table II. 

Salting Procedure 

Sodium chloride was deposited on the two faces of the reduced section of the sheet 
tensile specimens from a hot-air suspension at 525 K (485' F). The deposition was 
accomplished by clamping the specimen against the flat outside face of a rectangular 
window machined into the side of a 13-mm- (0.51-in. - )  inner-diameter tube through 
which flowed a salt suspension in a hot air stream. The suspension was formed by in­
jecting a saline aerosol into the hot air stream. The aerosol was created from a 1­
percent sodium chloride solution in an apparatus described in detail by Gray and Johns­
ton (ref. 7). 

The salt deposited on the specimens was in the form of individual particles about 
1 pm (40 pin. ) in diameter. Because a complete coverage of the specimen surface 
would interfere with atmosphere- substrate reactions, a 75-percent salt coverage was 
arbitrarily chosen for this study. This coverage was equivalent to a salt concentration 
on the surface of approximately 0.032 mg/cm 2 (0.206 mg/in. 2). 
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Exposure and Evaluation Procedure 

The test specimens were exposed to various atmospheres for 24 hours in a 
resistance- heated, stainless-steel, vertical- tube furnace (fig. 2). The specimens were 
deadweight loaded by external weights through a metal bellows arrangement. 

Stress-corrosion exposures were made at temperatures of 625, 650, and 700K 
(665', 710°, and 800' F) in either nitrogen or oxygen environments. The bottle analyses 
of these gases are presented in table III. The gases were maintained at a room-
temperature flow rate of 5 cm3/s (6.5 f t3/hr) throughout the test period and during heat­
ing and cooling. Their moisture content was controlled by liquid nitrogen trapping, by 
using the as-received gas, or by water bubbling at 273 or 295 K (32' o r  71' F). These 
treatments resulted in estimated moisture contents of 10, 103 , and > l o  4 ppm, 
respectively . 

The load train shown in figure 2 was  introduced into the furnace only after the fur­
nace had reached the desired temperature. A specimen reached furnace temperature 

Oxygen o r  nitrogen-
atmosphere source-

I I  

7 
Resistance furnace-' 

I 

Liquid ni t rogen Water bubbler 
t rap ­

9 1O:l Moment arm 

Deadweight load E3 
Figure 2. - Stress-corrosion exposure furnace with atmosphere source and loading apparatus. 
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in approximately 1/2 hour and was then deadweight loaded. After exposure, the speci­
mens were unloaded and furnace cooled. 

Room- temperature tensile testing of the exposed specimens for embrittlement eval­
uation was carried out at a crosshead speed of 0.042 mm/s (0.10in. /min). 

Specimens that elongated less than that required to reach the ultimate strength, 
about 2 percent, were considered embrittled, as they could not accommodate the severe 
plastic deformation that accompanies necking. The deadweight load imposed on a salted 
specimen under a particular environment is reported as a percent of the maximum load 
sustained by an unsalted specimen under the same environmental conditions for the same 
duration and is denoted the percent rupture stress (%RS). The lowest percent rupture 
stress that results in embrittlement is denoted the brittle rupture s t ress  and is a meas­
ure of the severity of the environment. 

Special Procedures 

Several tensile specimens were coated with various metals by vacuum deposition 
before salting. Coating thicknesses were limited to between 0.1 and 1.0 pm (4to 
40 pin. ) s o  that they would not constitute a physical barrier to corrosion. The specimen 
edges were not coated. 

To determine the effect of an impressed potential on the stress-corrosion process, 
an electrode arrangement was attached to the load train, as illustrated in figure 3 .  The 
thickness of each salt bridge was approximately 40 pm (1.6mils). The resistance be­
tween electrodes depended on salt composition, temperature, and moisture content of 
the atmosphere. At a moisture level of >104 ppm water, the resistance was of the 
order of 20 MS2 for sodium chloride at 650K (710' F)and about 400k 0  for lithium chlor­
ide at 350 K (170' F). 

RESULTS AND DlSCUSSlON 

C u r r e n t  Models 

~.-Rideout pyrohyckolysis_(RPH) model. - According to this model, nascent hydrogen 
is formed as a result of the stress-corrosion reaction, along with titanium dichloride 
and sodium hydroxide (reaction (1)). However, this reaction is thermodynamically un­
favorable (AGO +lo0 kcal/mol) (refs. 8 and 9). Even if  accelerators were present 
(ref. 10) or  i f  the product of reaction (1)was assumed to be hydrogen gas instead of 
nascent hydrogen, any hydrogen chloride formed by the hydrolysis of titanium dichloride 
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Cathode \c Salt bridges 
su rface ---

Figure 3. - Electrolytic corrosion cel l  for  elevated-temperature 
stress-corrosion exposure. 
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would be neutralized by the sodium hydroxide present (AGO = -30 kcal/mol) (refs. 8 and 
9) and would, therefore, not be available as an additional source of hydrogen, as re­
quired by the RPH model. Thus, it is highly unlikely that direct salt-atmosphere­
substrate reactions play a significant role in stress- corrosion cracking. Nevertheless, 
the concept introduced by Rideout that the direct source of hydrogen is the result of a 
hydrolysis reaction has important ramifications that will be discussed in detail. 

Ripling electrochemical (REC) model. - Three distinct observations support the~. 

oxygen- concentration cell concept proposed by the REC model for stress- corrosion 
cracking. The first observation is that pitting occurs only beneath a salt bead on a tita­
nium alloy test specimen, the region most remote from the atmosphere (ref. 5). The 
second observation is that a potential develops between two titanium electrodes separ­
ated by a salt bridge when one is shielded from the atmosphere (ref. 5), the shielded 
electrode being anodic. The third observation is that an impressed potential between a 
stressed test specimen and an electrode separated from it by a salt bridge will signifi­
cantly affect the time to failure, depending on the polarity of the test specimen. Un­
fortunately, the last observation led to contradictory results. According to Ripling et al. 
(ref. ll), an anodic specimen exhibits a time to failure greater than twice that of an un­
protected specimen. However, according to Logan (ref. 6), it is a cathodic specimen 
that exhibits a time to failure greater than twice that of an unprotected specimen. The 
effect of an impressed potential on the time to failure was so significant in both of these 
experiments that this author can only conclude that one of the investigators cited had not 
properly identified the electrodes. Nevertheless, this evidence conclusively supports 
an electrochemical model for stress-corrosion cracking. Unfortunately, there is no 
plausible manner by which hydrogen could be formed by an oxygen-concentration cell, as 
is proposed by Ripling et al. (ref. 11). 

The most elementary electrochemical process consists of an oxidation reaction at 
the anode and a reduction process at the cathode. In the case of simple electrolysis in 
an aqueous environment, these reactions might consist of metal dissolution at the anode 
and hydrogen formation at the cathode. In an oxygen-concentration cell, however, hy­
drogen discharge cannot occur, for at the anode oxidation is occurring and at the cathode 
oxygen is being reduced. Consequently, the REC model cannot explain the observed 
embrittlement associated with the stress- corrosion process. 

Proposed Model 

Neither the RPH nor the REC models are adequate to fully explain the processes 
occurring in stress-corrosion cracking of titanium alloys. In fact, these models a re  
contradictory in that the RPH model requires a reducing environment for hydrogen gen­
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eration while the REC model requires an oxidizing environment for the oxygen-
concentration cell to operate. Nevertheless, the presence of hydrogen, whose source is 
a hydrolysis reaction in the RPH model, and the presence of an oxygen-concentration 
cell, as is proposed in the REC model, are in accordance with observations. Conse­
quently, a hybrid model of stress-corrosion cracking in titanium alloys is proposed 
herein that incorporates features of both the RPH and the REC models. 

The proposed model is electrochemical in nature; it assumes that ionic transport 
takes place through an adsorbed moisture layer on the surfaceof the substrate. As in the 
case of the REC model, it is assumed that an oxygen-concentration cell exists that re­
sults in oxygen being consumed at the cathode. Accordingly, the cathodic regions a re  
those portions of the substrate exposed to the atmosphere. Anodic regions, unlike 
cathodic regions, are highly localized sites of rapid dissolution, such as grain bound­
aries, dislocation stress fields, and similar regions of high lattice strain. A crack tip, 
subjected to high lattice strains and shielded from the atmosphere, is very strongly 
anodic. At the anode it is assumed that the substrate oxidizes to a titanium halide. It 
is the hydrolysis of this species in a nonelectrochemical process, as in the case of the 
R P H  model, that is the source of hydrogen ions that subsequently embrittles the sub­
strate. 

Cathode reactions. - Because the divalent oxygen ion is unstable in the presence of 
moisture, it is assumed in the proposed model that the reduction of oxygen at the cathode 
results in the formation of hydroxyl ions. The formation of hydroxyl ions is equivalent 
to the consumption of hydrogen ions. Accordingly, the cathode process can be repre­
sented by reaction (3). 

4e- + O2 + 4H+ - 2H20 (3) 

Hence, hydrogen ions a re  consumed at the cathode with the formation of water. 
Anode reactions. - Titanium preferentially oxidizes to the trivalent state in chlor­

ide solutions under reducing conditions (ref. 12). However, the trivalent chloride tends 
to disproportionate at elevated temperatures (ref. 12)  to the divalent and tetravalent 
chlorides. Thus, titanium chlorides of all three valences, or any one of them, could 
be present as a result of the stress corrosion process. Because tetravalent titanium 
corrosion products have been identified (ref. 13) on the surface of stress-corroded spe­
cimens along with little (ref. 14) or  no divalent products (ref. 13), the tetravalent state 
will be used in illustrating the anode process. However, since all titanium chlorides 
tend to hydrolyze at elevated temperatures, the results would be similar in any case. 
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The tetravalent titanium ion cannot exist in contact with moisture, so it will be as­
sumed that a complex ion (e. g., the hexachlorotitanate ion) forms as a result of the 
anode process: 

T i  + 6C1- - TiC1; + 4e- (4) 

This complex ion readily hydrolyzes in contact with moisture (ref. 15). The hydrol­
ysis process may involve more than a single step, with the oxychloride an intermediate 
product, as this species has been found in trace amounts as a corrosion product (ref. 16). 
The complete hydrolysis reaction can be represented as 

TiC1; + 2H20 - Ti02 + 4H+ + 6C1- (5) 

where the hydrogen ions formed a re  the source of hydrogen for subsequent embrittle­
ment. 

Combining reactions (4) and (5) yields the overall anode process: 

Ti + 2H20 - Ti02 + 4H+ + 4e- (6) 

Electrode half- cell potentials. - Quantitative thermodynamic data related to elec­
trode half- cell reactions at elevated temperatures, particularly half- cell potentials, a r e  
generally unavailable. Fortunately, for the particular case of the electrode half- cell 
reactions involved in the proposed electrochemical model, half- cell potentials can be 
calculated, but only because the sole ion involved in these reactions is the hydrogen ion, 
whose free energy of formation is assumed zero in one molar solution. 

The half- cell potentials were computed from standard free energies of formation 
data (refs. 8 and 9). Because the potentials are dependent on the hydrogen ion concen­
tration of the electrolyte, they were corrected for a neutral solution, as would be the 
case at the onset of stress-corrosion. A pH of 6 is neutral, based on dissociation 
constant determinations made between 273 and 575 K (32' and 575' F) (ref. 17) and 
extrapolated to 650 K (710' F). The potentials are given in table IV. Under neutral 
conditions, the electromotive force of the proposed stress-corrosion reaction is approx­
imately 2 volts, which is indicative of a thermodynamically favorable reaction. 

The actual stress-corrosion process is so catastrophic that it can only be explained 
by reactions so thermodynamically favorable that competing reactions that might cir­
cumvent it are inconsequential. The overall stress- corrosion process can be represent­
ed in the proposed electrochemical model as the sum of the cathode and anode half-cell 
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reactions that comprise it. Adding reactions (3) and (6) yields 

Ti + O2 - Ti02 (7) 

This process is thermodynamically more favorable than virtually any reaction that in­
volves halides. 

While halide compounds such as hydrogen chloride (ref, 18) are present as a result 
of stress- corrosion, according to the postulated electrochemical model they play an in­
significant role in the processes that lead to the formation of the embrittling species. 
Other halides, such as complex titanium chlorides or oxychlorides, play an important 
but transient role in the anode process but they play no role in the overall electrode re­
actions listed in table IV. 

Experiments and Observations 

How well the proposed electrochemical model accounts for the diverse observations 
made by many investigators concerning stress- corrosion cracking was examined by 
comparison of model predictions both with results of experiments performed in this 
study and with results of other investigators. 

.- .  ~~ ~--Effect of atmospheric composition. - According to the proposed model, oxygen is 
consumed in the electrochemical corrosion process by reduction at the cathode, thus its 
absence should inhibit the stress- corrosion process. Oxygen could not be totally re­
moved from the system, being adsorbed on the salt and substrate and dissolved in any 
moisture present. However, its effect on the stress-corrosion process can be tested by 
comparing the severity of attack under a nitrogen (low oxygen) atmosphere with that 
under an oxygen atmosphere. As  predicted by the proposed model, oxygen did promote 
the stress-corrosion process (fig. 4 and table V). 

The primary role of moisture in the proposed electrochemical model is to supply 
the embrittling species, hydrogen. A hydrogen concentration of 20 atom percent extend­
ing for a distance of 10 pm below the fracture surface is of the order of that found by 
Gray (ref. 19) in the vicinity of a corrosion crack. The amount of moisture required to 
produce this concentration of hydrogen in the restricted volume of a specimen of the con­
figuration shown in figure 1 can be readily computed and is approximately 1 pg. Under 
the driest conditions observed, almost a magnitude greater amount of water is available. 
Thus, the amount of hydrogen required to embrittle the substrate is s o  minute that the 
loss of moisture by this process can be neglected in considering the stress-corrosion 
process as a whole. Nevertheless, this amount of moisture is all that is directly in­
volved in the chemical processes of the proposed model. 
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Water, however, plays an important secondary role in that it does constitute the 
ionic transport medium, and thus is necessary for the initiation of the stress-corrosion 
process. Its source, moreover, need not be the atmosphere but instead could be water 
adsorbed on or  entrained in the salt crystals. Thus, the role of moisture in the atmos­
phere may be overshadowed by the initial moisture present. In any case, water involved 
in ionic transport is not consumed in the overall electrochemical process, being formed 
at the cathode and consumed at the anode. Consequently, beyond that required to supply 
the embrittling species, it is not possible to predict by the proposed model alone the 
effect of atmospheric moisture on stress-corrosion cracking. 

Effect of surface hydrogen ion concentration. - According to the proposed model, 
hydrogen ions are consumed at the cathode. Consequently, changing the surface pH 
should either promote or inhibit the cathode reaction. This predicted effect is illustrated 
in table IV. Lowering the surface pH should raise the cathode potential and should 
thereby promote the stress-corrosion process. This prediction could be readily tested 
by either acidulating the salt deposit o r  injecting a reactive gas such as hydrogen chlor­
ide into the gas stream. However, both techniques will corrode the titanium alloy sur­
face. The latter technique will also cause cracking without the presence of salt (ref. 4), 
so that the results would be ambiguous. Instead, carbon dioxide was injected into the 
gas stream. Though only a mild acid former, the 10 percent carbon dioxide in the oxy­
gen stream did reduce the rupture stress from 30 percent to 24 percent, as is shown in 
figure 5 and table VI, as predicted by the proposed model. 

With hydrogen ions consumed at the cathode in accordance with the proposed model, 
raising the surface pH reduces the cathode potential and should thereby inhibit the 
stress- corrosion process. This effect can be illustrated by expressing the cathode 
reaction as 

instead of reaction (3).  This representation does not alter the basic reaction as hydro­
gen ion consumption is equivalent to hydroxyl ion formation. However, it does illustrate 
that the stress-corrosion process results in the formation of hydroxyl ions at the cath­
ode and that the presence of an excess of hydroxyl ions should inhibit the electrode pro­
cess. Accordingly, tensile specimens which had been salt coated in the manner pre­
viously described were wetted with a concentrated solution of sodium hydroxide in 
methanol. This solvent minimized any disturbance of the salt layer. As predicted by 
the proposed model, the presence of sodium hydroxide did raise the rupture stress, as 
is shown in figure 5 and table VI. 

Hydrogen distribution due to corrosion processes. - According to the proposed 
model, hydrogen formation and absorption into a uniaxially loaded exposure specimen 
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IaOH in 
iethanol 

Control 

10 Percenti 
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Figure 5. - Effect of specimen surface and atmosphere additives o n  stress-
corrosion cracking at  650 K (7100 F)  in oxygen with a moisture content of 
10 ppm. (Data from table VI. 1 

occurs at anodic sites shielded from the atmosphere, such as under salt crystals. The 
anode process results in corrosion pits in localized regions of high hydrogen concentra­
tion. Cracks a re  initiated at these triaxially stressed corrosion pits and propagate nor­
mal to the loading direction. Such cracks will propagate laterally, joining similar 
cracks, and into the metal, resulting in a crescent-shaped discontinuity as shown in the 
fractograph of figure 6(a). This figure is typical of the fractured surfaces of exposure 
specimens that failed in a brittle manner during room- temperature tensile testing. The 
crescent- shaped region is the stress- corrosion crack; its surface was discolored, indi­
cating that it had formed while exposed to the furnace atmosphere. Figure 6(b) is a 
representation of the stress- corrosion crack with the anode and cathode regions speci­
fied. 
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,-Salted surface I
,- Stress-corrosion crack 

(a) SEM fractograph. 

Cathode surface 

(b) Schematic diagram. 
Figure 6. - Stress-corrosion tensi le specimen wi th  exposure crack and associated electrochemical cell. 
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Figure 7 illustrates schematically the crack initiation and propagation process ac­
cording to the proposed model. Figure 7(a) illustrates a corrosion pit formed in a 
shielded area of the specimen surface. As a result of the anode process, the pit is 
surrounded by an embrittled region of high hydrogen concentration. When this concen­
tration reaches a level sufficient to  lower the fracture stress of this embrittled region 
below that of the triaxial stress field resulting from the applied load, cracking will 
occur. The crack resulting from the fracture of this embrittled layer will be blunted 
by plastic deformation in the ductile metal below, as is illustrated in figure 7(b), in 
which it is assumed that the substrate is an isotropic continuum. Adsorbed moisture 
from the surface will migrate to the crack tip, probably by capillarity, thereby reestab­
lishing the anode. Hydrogen formed at the anode will embrittle the high elastic stress 

r Salt crystal Corrosion 
I crack7 

Uniaxial 
stress 

Emb rittled,’ I 
Triaxial stress f ield

region -

‘-Anode 
region -’ 

Plastic 
deformation - L A I  node 

(d) 

- -

Embrittled / Anode Embrittled
region region -I 

T 
(el ( f )  

Figure 7. - Schematic representation of crack in i t ia t ion and propagation leading t o  stress-corrosion fai lure. 
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field existing in advance of the crack tip (fig. 7(c)). When the concentration of absorbed 
hydrogen again reaches a level sufficient to lower the fracture stress of the embrittled 
region below that due to the applied load, the crack will again propagate to the ductile 
region below (fig. 7(d)). The sudden relaxation of the s t ress  field in the embrittled re­
gion could cause the precipitation of hydride particles (ref. 20). Any such particles 
that formed subsequent to cracking would play a minor role in the propagation process. 

Because the applied load is constant, the stress at the crack tip will increase with 
each propagation step as the cross-sectional area is decreased. This process repeats 
itself (fig. "(e))with increasing rapidity until the crack length is sufficient to permit 
propagation without the electrochemical nucleation process (fig. 7(f)). That highly 
localized concentrations of hydrogen can occur as a result of this process is supported 
by the findings of Oriani (ref. 21), who showed that the absorption of hydrogen generated 
at a crack tip is greatly accelerated by the presence of a tensile s t ress  field in advance 
of the crack tip. 

Thus, according to the proposed model, a concentration of hydrogen in the vicinity 
of a stress-corrosion crack would be the result of its localized generation and absorp­
tion and not as a result of its diffusion from a surface region. In fact, such long-range 
diffusion processes play no significant role in this  model. The role of the applied load 
is solely to establish the high elastic stress field and to subsequently crack the em­
brittled region. 

The localized generation of hydrogen is suggested by the experimental findings of 
Gray (refs. 19 and 22). By use of the ion-probe mass-spectrometer and Laser micro-
probe he found that the concentration of hydrogen in the vicinity of a corrosion crack was 
much greater than in the surrounding material. Hydrogen concentrations considerably 
greater than 1000 ppm were found within 0.1 mm of a crack as compared with the over­
all hydrogen content of approximately 100 ppm as  determined by chemical analysis. 

If the localized concentrations of hydrogen found by Gray were the result of direct 
salt-atmosphere- substrate interactions and not an electrochemical process, its diffusion 
from the surface to the crack tip would require a high surface concentration of hydrogen. 
Such was not found to be the case in this study or  by others (refs. 5 and 19). It might be 
argued that the tensile s t ress  field in advance of the crack tip could attract hydrogen 
preferentially from the surface so that the average hydrogen concentration of the sub­
strate need not increase. However, the s t ress  field on either side of the crack is zero 
normal to the crack and is in compression tangent to it (ref. 23)and therefore would not 
constitute a preferential diffusion path. With hydrogen generated at the tip, as is pro­
posed in the electrochemical model, long- range migration is not required. 

The proposed model can also explain the incubation period that has been observed 
before cracking (ref. 4). Before the first crack is nucleated, the high localized stress 
field that accelerates hydrogen absorption is absent. Therefore, the time to nucleate a 
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crack is much greater than the time to propagate an existing crack. Moreover, as the 
applied load is constant, the stress is lowest initially. Thus, surface treatments, such 
as shot-peening, which impose a compressive stress of the surface should prolong the 
incubation period for crack initiation. 

Effect of cyclic exposure on corrosion. processes. - According to the proposed-_ . 

model, anodic generation of hydrogen results in highly localized concentrations of this 
embrittling species in the exposure specimen. As long as generation of hydrogen is 
more rapid than its diffusion away &om the anodic region, the concentration of hydrogen 
will increase at these sites. If for any reason the generation process is interrupted or 
the diffusion process is enhanced, the regions of high hydrogen concentration will dimin­
ish. Subjecting stress-corrosion specimens to cyclic exposure of temperature or load 
should have such an effect, thereby increasing the time to failure as measured by total 
exposure time. If the temperature is cycled, the hydrogen generation process is inter­
rupted, allowing diffusion processes to diminish the regions of high hydrogen concen­
tration. If the applied load is cycled, the high tensile stress field existing at the base of 
corrosion pits o r  at crack tips is relaxed, as is the lattice dilation resulting from the 
stress field. Hydrogen concentrated at these sites by virtue of the lattice dilation 
(ref. 20) will rapidly diffuse upon its relaxation because of the resulting gradient in 
chemical potential energy. Thus, under cyclic exposure conditions, the useful life of 
the specimen should be indefinite i f  the time of exposure to temperature and load during 
each cycle is less than the time necessary for crack initiation under the conditions of 
temperature and stress imposed and if  the time between exposures is sufficiently long 
to equilibrate the hydrogen dissolved in the specimen. Even if these conditions were 
not fully met, the shorter the exposure time during each cycle, the lower the probability 
for crack initiation, and the longer the time to failure. Increasing temperature, how­
ever, should diminish the effect of cyclic exposure on the time to failure. With increas­
ing temperature, the rate of hydrogen generation is increased, s o  that the time to ini­
tiate a crack becomes shorter. Thus, to be effective in inhibiting the stress-corrosion 
process, the time at temperature for each cycle must be shortened. If not, the time to 
failure of a cyclically exposed specimen will approach that of a noncyclically exposed 
specimen with increasing temperature. 

For the aforementioned reasons, cyclic exposure should have the same effect on 
rupture stress as it does on time to failure. For the same total exposure time, cyclic 
exposure should permit a significantly greater imposed load to be sustained. Thus, if 
the exposure time within each cycle is less than the time to initiate the first crack, and 
if the time between exposures is sufficient to permit the equilibration of the dissolved 
hydrogen, the rupture stress should approach that of an unsalted specimen. 

Gray (ref. 24) showed that cycling temperature and load, together or individually, 
increased the brittle rupture or threshold stress of the Ti-811 tensile specimens for a 
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constant exposure time as compared with noncyclic exposure. Piper and Fager (ref. 25) 
showed similar results for temperature cycling alone. Gray (ref. 24) also showed that 
the effect of cyclic exposure becomes less with increasing temperature. In refer­
ence 14, it was shown that the total exposure time to failure increases with shorter 
exposure periods for each cycle, which was also predicted by the model. 

_- . - - .Effect of impressed potential on corrosion processes. - According to the proposed 
model, the embrittling species is formed in the vicinity of the anode. Consequently, if 
a potential is impressed across a sheet-metal tensile specimen in such a manner that 
the faces of the reduced section are of opposite polarity (fig. 3), stress-corrosion 
cracking should initiate on the anodic face. 

A potential of 36 volts was impressed on a tensile specimen by means shown in fig­
ure 3, resulting in a current density of approximately 3 pA/cm 2 (20 pA/in. 2). The 
specimen was exposed and evaluated in the conventional manner. The test conditions 
and results a r e  presented in table VII .  The surface of the fracture was bright except for 
a band of deep blue discoloration extending in from the anode edge approximately 
0.15 mm (0.006 in. ). The discolored region was similar to the exposure cracks in a 
conventionally loaded specimen, the fracture surface of which is shown in figure 8(a), 

(a) Ti tanium alloy Ti-811 (b) Titanium alloy Ti-811 (c) Unalloyed t i tan ium speci­
specimen exposed at 650 K specimen exposed at 650 K men exposed at 3% K (170" F) 
(710" R. (710" R with an  impressed w i th  an  impressed potential 

potential of 36 volts. of 72 volts. 

Figure 8. - Fracture surfaces of stress-corrosion exposure Specimens. 
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except that it was limited to the anodic edge of the fracture (fig. 8(b)), which indicated 
that stress-corrosion cracking had initiated at the anode as predicted by the proposed 
model. This observation is contrary to that found in electrolytic hydrogen charging 
from aqueous solutions (ref. 26), in which absorption occurs at the cathode. 

Effect of alloy composition on corrosion processes. - According to the proposed 
model, the electrochemical reactions result in substrate corrosion and hydrogen gener­
ation. While titanium alloys are specified as the substrate, no particular alloy or com­
position is specified in the description of the electrochemical processes involved. Pre­
sumably, the corrosion and hydrogen generation process occurs regardless of minor 
changes in the composition of the alloy substrate. Thus, any differences in suscepti­
bility to attack must be attributable to metallurgical factors, such as susceptibility to 
substrate embrittlement and resistance to crack initiation and propagation. This posi­
tion is strongly supported by the findings of Gray (ref. 27), who reported that heat treat­
ments that altered the microstructure had a very significant effect on susceptibility. 
Changes in the relative amounts of alpha and beta phases and their morphology in a par­
ticular alloy would affect not only its hydrogen diffusivity and solubility but its fracture 
toughness as well. 

Virtually all titanium alloys contain aluminum, and attempts have been made to re­
late aluminum content to susceptibility to stress-corrosion cracking (refs. 28 and 29). 
As a result, the susceptibility of various alloys can be roughly categorized according to 
their aluminum content. According to the proposed model, however, aluminum content 
should not have a significant effect on the electrochemical processes. The chemistry of 
the trihalides of aluminum is surprisingly similar to that of the tetrahalides of titanium. 
With the exception of their respective fluorides, the halides of both titanium and alumi­
num are all highly susceptible to hydrolysis (ref. 30). In contrast, the hexafluoalumi­
nate complex, like the hexafluotitanate complex, forms stable solids resistant to hydrol­
ysis, even at stress-corrosion temperatures (refs. 12 and 30). Thus, the effect of 
aluminum content on susceptibility would be primarily related to metallurgical factors, 
ard s o  would be greatly influenced by heat treatment. Gray (ref. 27) reported that the 
effect of heat treatment was f a r  more significant than the effect of aluminum content on 
susceptibility. 

Paradoxically, unalloyed titanium has not been found susceptible to hot- salt stress-
corrosion cracking (ref. 31). This finding was confirmed in the present study. Salt-
coated tensile specimens of unalloyed titanium with the configuration shown in figure 1 
were subjected to stress levels up to 84 percent rupture stress under an oxygen atmos­
phere with 10 ppm moisture at 650 K (710' F). Embrittlement was not observed 
(table WII). For comparison, a s t ress  level of 25 percent rupture s t ress  was sufficient 
to embrittle Ti-811 under these conditions, 



Examination of unalloyed stress- corroded specimens revealed surface discoloration 
and pitting. It is apparent that the corrosion processes are similar to those involving 
alloys, which would be in accordance with the proposed model. Apparently, the corro­
sion processes that result in stress-corrosion cracking of titanium alloys are insuffi­
cient to cause hydrogen embrittlement of unalloyed titanium. Presumably, f a r  greater 
amounts of hydrogen must be absorbed to cause embrittlement than can be produced by 
the electrochemical process. 

The electrochemical process can be greatly accelerated by an impressed potential. 
Accordingly, an unalloyed tensile specimen was subjected to an impressed potential 
while under load in the apparatus shown in figure 3. For control purposes, the same 
conditions used in inducing stress corrosion cracking in the Ti-811 alloy were used 
(table VII). Even with a rupture stress of 75 percent, no loss in ductility was observed. 
However, by changing to a lithium chloride bridge and operating at 350 K (170' F)at a 
rupture s t ress  of 75 percent, it was possible to crack unalloyed titanium (table IX). The 
bridge resistance was so  reduced in comparison with sodium chloride, probably because 
lithium chloride is hygroscopic, that a current density of 0.3 mA/cm 2 (2 mA/in. 2) was 
possible at 72 volts. Even roughly relating absorbed hydrogen to current density, more 
than two magnitudes greater hydrogen absorption was required to crack the unalloyed 
specimen than that required to crack the Ti-811. The fracture surface was similar in 
appearance to that of the alloyed specimen, with a band of deep blue discoloration lim­
ited to the anode edge (fig. 8(c)). As predicted by the proposed model, the nature of 
corrosion reactions was not affected by the alloy elements present. It is more probable 
that differences in susceptibility arise primarily from metallurgical factors. 

Effect of salt composition on corrosion processes. - According to the proposed 
model, it is not the physical properties of the salts themselves, such as ability to dis­
solve surface oxides (ref. 4), melting point (ref. 32), o r  aqueous solubility (ref. 32), 
that determine how severely they s t ress  corrode the titanium alloys, but rather it is the 
properties of their  constituent ions. 

For the cathode reaction to occur, specifically reaction (8), free hydroxyl ions must 
be produced. Accordingly, the hydroxide of the salt cations must be soluble. More­
over, i f  a hydroxide precipitated, it could block the electrolytic conduction path. 

For the hydrolysis process (reaction (5)) to occur, the titanium compound of the salt 
anion formed by the anode process (reaction (4))must be susceptible to hydrolysis. 

It is constructive to now examine the effect on stress-corrosion cracking of the 
salts studied in terms of these two criteria. According to the electrochemical model, 
the severity of attack will increase with increasing solubility of the hydroxide of the salt 
cation and with increasing susceptibility to hydrolysis of the titanium compound of the 
salt anion. The hydroxides of the alkali metals sodium and potassium have solubilities 
almost three magnitudes greater than those of the alkaline earth metals magnesium and 
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calcium. While these data are for aqueous solutions (ref. 33), the relative solubilities 
should not change greatly for an adsorbed layer of water. Studies have shown that the 
alkali metal salts attack titanium alloys more severely than do alkaline earth metal 
salts (ref. 32). 

The titanium salts most susceptible to hydrolysis are those involving halide anions 
(ref. 34). However, fluoride salts, particularly salts of the hexafluotitanate complex, 
are very stable and are not susceptible to hydrolysis (ref. 34). Studies (refs. 10 and 
14) have shown that the chlorides, bromides, and iodides of the alkali metals are very 
effective in inducing stress-corrosion cracking in titanium alloys. The fluorides, how­
ever, are not very effective (ref. 35), as predicted by the proposed model. 

The proposed electrochemical model also explains why extensive surface pitting and 
corrosion can occur without stress-corrosion cracking. The electrolytic processes re­
sponsible for pitting and general corrosion a re  independent of the hydrolysis reaction, 
the end result of the latter being the formation of the embrittling species. 

The notable exceptions to the aforementioned criteria concern CuCl and hydrated 
SnC12. The cations of neither of them form soluble hydroxides, but both severely crack 
titanium alloys (ref. 10). Significantly, both salt cations a re  those of metals electroneg­
ative relative to titanium (ref. 36). As such, titanium should displace these metals from 
their salts. Such a process alleviates the need for an electrochemical mechanism for 
the formation of a species susceptible to hydrolysis. 

That such displacement reactions do occur was shown by Rideout et al. (ref. lo),  
who reported the formation of metallic tin deposits on the surface of a SnC12 - coated 
titanium alloy specimen after stress- corrosion exposure. 

Distribution of salt ions due to corrosion processes. - According to the proposed. .  ~ __  

model, ion migration occurs within an adsorbed moisture layer between the mouth of a 
crack and the crack tip within the electrochemical cell. Consequently, salt cations such 
as sodium ions would tend to migrate towards the cathodic crack mouth, while salt an­
ions such as chloride ions would tend to migrate towards the anodic crack tip. However, 
since both the cations and the anions originate at the salt-deposited surface, sodium ions 
would be expected to concentrate at the crack mouth, while the concentration of chloride 
ions would extend into the crack. 

Rideout et al. (ref. lo), observed that the distribution of sodium ions in stress-
corrosion cracks differed from that of chloride ions, as predicted by the proposed model, 
with the sodium ions concentrated at the crack mouth and the chloride ion concentration 
extending into the crack. 

Electrochemical effects of surface~-deposits. - According to the proposed model, 
metallic deposits on the specimen surface could affect the susceptibility to stress-
corrosion cracking. The deposit could either promote or inhibit the corrosion process, 
depending on its electronegativity relative to the titanium alloy substrate. For example, 
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a deposit more electronegative than the substrate would be cathodic relative to the sub­
strate and would, therefore, tend to promote the formation of anodic regions in the sub­
strate, leading to accelerated corrosion. However, in the particular case of the stress-
corrosion process, the effect of a cathodic surface deposit would probably not signifi­
cantly increase the corrosion rate, as the surface is already cathodic by virtue of the 
oxygen- concentration cell. 

A surface deposit less electronegative than the substrate would be anodic relative to 
the substrate and would, therefore, tend to corrode in preference to the substrate. Such 
a reaction would inhibit the stress-corrosion process, for only oxygen reduction would 
occur at the substrate. However, if the sacrificial corrosion of the surface deposit re­
sulted in the formation of corrosion products susceptible to hydrolysis, the substrate 
could still be embrittled by the subsequent formation of hydrogen. 

To determine whether the predicted effects of surface deposits are observed, tensile 
specimens were coated with palladium, aluminum, and magnesium films, by vapor depo­
sition. They were then salted and tested in the same manner as were the uncoated speci­
mens. Palladium is more electronegative than titanium (ref. 36) and should have, there­
fore, only a minor effect on susceptibility. Both aluminum and magnesium a re  less 
electronegative than titanium (ref. 36) and would be expected to inhibit substrate corro­
sion by anodic protection (table X). However, aluminum forms halide salts highly sus­
ceptible to hydrolysis and could, therefore, promote the stress- corrosion process. 

Figure 9 and table XI show the effects of metallic surface deposits on the susceptibil­
ity to stress-corrosion cracking. The effect of palladium on susceptibility was minor, 
though it did increase the rupture stress, probably because the palladium constitutes a 

A m 

Surface coatings 

Figure 9. - Effect of metall ic surface coating on stress-corrosion crackingof t i tanium 
alloy Ti-811 at 650 K (7100F) in oxygen with a moisture content of 10 ppm. (Data 
f rom tab1e XI. ) 
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barrier to corrosion. Aluminum, though less electronegative than the substrate, pro­
moted the stress-corrosion process, while magnesium, also less electronegative than the 
substrate, inhibited stress-corrosion cracking, as predicted by the proposed model. 
Zinc, which is similar to magnesium, in that it is less electronegative than the substrate 
and forms stable chlorides, has been observed (ref. 18) to inhibit stress-corrosion 
cracking, even when scratched. This further indicates the electrochemical nature of the 
protection. 

Practical Considerations 

The useful life of a titanium alloy component in a critical application at elevated tem­
peratures is limited by creep considerations, which apparently limit the imposed load to 
levels below the threshold for stress-corrosion cracking. However, as stronger titani­
um alloys with greater creep resistance are developed, the s t ress  to initiate cracking 
during the design life of the part can become the load-limiting factor. 

Creep-limited service failure, in which excessive creep of a component occurs be­
yond that for which it was designed, might only be an inconvenience o r  even require 
shut-down of the device involved. In contrast, crack-limited service failure of a com­
ponent could be catastrophic. Thus, the useful life of a component in such service must 
be less than that for which a reasonable probability exists for crack initiation. So that 
the useful life is of a practical duration, either the load imposed must be conservative 
or the time for crack initiation must be maximized. Because the alloy itself is usually 
specified for its strength or strength/density ratio, the most advantageous course is to 
maximize the time for crack initiation. Two metallurgical variables known to increase 
the time for crack initiation are heat treating and shot-peening of existing alloys. Four 
possible chemical variables are considered in the following sections. 

Effect of alloy composition. - Few alloys that have been formulated for corrosion 
resistance also show good high-temperature strength. Often the alloy elements that pro­
mote strength also decrease corrosion resistance, such as aluminum in titanium alloys. 
Thus, altering an alloy to significantly decrease susceptibility to stress-corrosion 
cracking can result in a significant sacrifice in strength. Increased life could just as 
well be achieved by limiting the load imposed on an existing alloy. 

Effect of environment. - Experiments have shown that the salt composition or  addi­
tives to the salt or  atmosphere can significantly decrease the susceptibility of an alloy 
to stress-corrosion cracking. However, in most cases the environment itself deter­
mines the composition of the salt deposited, and the addition of chemicals to the salt o r  
atmosphere during an extended useful life would probably be commercially prohibitive i n  
a practical application because of allowable weight and volume limits. 
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_--Effect of surface protection. - To be reasonably practical, a coating to protect the 
substrate must remain protective for some reasonable time after rupture. To be com­
petitive, the substrate must not degrade in any significant amount after coating rupture, 
s o  that it may be recoated without loss of useful life. However, in critical applications, 
coatings are rarely used to extend the life of corrosion-susceptible alloys to practical 
limits. Instead, in such applications, coatings are used to extend the life of alloys that 
have shown practical useful lives under the imposed loads without coatings. 

Effect of exposure schedule. - While cyclic exposure can significantly decrease the 
susc&tibility of an alloy, the exposure schedule is invariably dictated by the application. 
While minor changes in the schedule of exposure could probably be accommodated in 
many applications, it is doubtful whether such a course would be followed in a critical 
application to significantly extend the useful life. 

As mentioned previously, of the two alternative means presented to extend the useful 
life of a component exposed to stress corrosion conditions, lengthening the time for 
crack initiation is more advantageous than limiting the imposed load. After considera­
tion of the means available, however, limiting the imposed load may be the only one 
practical. While not strictly protection as defined previously, removal of accumulated 
salt deposits by an alkaline wash between exposure periods could be beneficial. Any 
residual alkaline deposit would tend to inhibit the cathode process, thus prolonging ser­
vice life. 

CONCLUDING REMARKS 

The proposed electrochemical model of hot- salt stress- corrosion cracking in titani­
um alloys can account for the paradoxical observation of hydrogen embrittlement in an 
oxidizing atmosphere. According to the model, the atmosphere provides the oxygen-
concentration cell responsible for the electrochemical process. The result is the forma­
tion of cathodic regions on the surface of the alloy where the reduction of oxygen occurs. 
At anode sites, regions shielded from the atmosphere, oxidation of the substrate to com­
plex ions occurs. It is the  hydrolysis of these complex ions at corrosion pits and at a 
crack tip that supplies the embrittling species. 

In assuming that the generation of hydrogen occurs at the site of embrittlement, long-
range diffusion processes are not required to allow highly localized concentrations of 
hydrogen to exist. Though the concentration of hydrogen is high at sites of incipient 
cracking (up to two magnitudes greater than the bulk hydrogen concentration), the vol­
ume occupied is very limited, so that only minute amounts of hydrogen are required to 
cause embrittlement. 
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Because sites of high hydrogen concentration are thermodynamically unstable, they 
exist only when the rate of hydrogen generation exceeds the rate of hydrogen diffusion. 
Thus, any condition that interrupts the generation o r  promotes the diffusion of hydrogen 
will decrease the susceptibility of an alloy to stress- corrosion cracking. 

The following observations concerning stress-corrosion cracking have been exam­
ined with reference to the electrochemical model: 

1. Hydrogen distribution adjacent to the fracture zone. 
2. The distribution of cations and anions in stress-corrosion cracks. 
3. The relative effect of various salts on the susceptibility to stress-corrosion 

cracking. 
4. Relative susceptibility to stress- corrosion cracking of alloyed and unalloyed tita­

nium. 
5. The effect of acidic and alkaline surface additives on the susceptibility to stress-

corrosion cracking. 
6. The effect of cyclic exposure conditions on susceptibility to stress-corrosion 

cracking. 
7. The effect of metallic coatings on the susceptibility to stress-corrosion crack­

ing. 
The model proposed is consistent with these observations. 

Lewis Research Center, 
National Aeronautics and Space Administration, 

Cleveland, Ohio, February 2, 1972, 
134-03. 
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TABLE 11. - TENSILE PROPERTIES O F  COLD 

TABLE I. - SUPPLIER'S ANALYSIS O F  

COMMERCIAL TITANIUM ALLOY 
Temperature  

Ti-811 SHEET STOCK 

/ O F  


625 666 
650 710 
700 800 

350 170 
650 i 710 

ROLLED SHEET MATERIAL 

24- hour exposure 

Titanium alloy Ti-811 

993 144 985 
972 141 938 
924 134 876 

I 1 
Unalloyed titanium 

393 379 
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TABLE III. - ANALYSES O F  GASES USED 

FOR FURNACE ATMOSPHERES 

I 

Nitrogen 220 	 Balance 1 
_____ 

Oxygen 120 10 Balance 2980 
34 1 

TABLE IV. - EFFECT O F  CATHODE HYDROGEN ION 

CONCENTRATION ON HALF- CELL POTENTIALS 

OF CORROSION PROCESS AT 650 K (710' F) 

Reaction Surface additive 

Basic 

Anode T i  + 2H20 = Ti02 + 4H' + 4e- 6 1.8 6 1 . 8  6 1 . 8  

Cathode O2 + 4H+ + 4e- = 2H20 6 0.3 1 1.1 11 -0.4 
- - -

Cell  T i  + O2 = T i 0 2  2.1 2.9 1 . 4  
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TABLE V. - STRESS-CORROSION RUPTURE DATA FOR 


TITANIUM ALLOY Ti- 811 SPECIMENS EXPOSED 


T O  NITROGEN AND OXYGEN AT 


VARIOUS TEMPERATURES 


(a)Exposure temperature, 625K (665' F) 

Specimen Exposure data I Tensile data 
I 


Moisture Stress ,  Fracture  stress E longation, 
content, percent 

PPm 

2407-2 

2408-2 

2408-1 

2505-2 

2505-1 


2401-1 

2403-2 

2403-1 


2507-2 

2410-1 

2507-1 


Nitrogen 

51 

60 

68 980 8.4 

73 7.7 

86 5.9 


68 

77 

86 938 9.4 


Oxygen 
___ 

73 1060 

77 980 

86 993 


_____ 

2729-2 10 68 938 

2729-1 ,10 80 1010 


2323-2 > lo4 51 980 

2323-1 60 993 

2324-2 64 1160 

2319-1 68 1120 

2324-1 73 1090 


apercent  rupture  stress. 
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TABLE V. - Continued. STRESS- CORROSION RUPTURE 

DATA FOR TITANIUM ALLOY Ti-811SPECIMENS 

EXPOSED TO NITROGEN AND OXYGEN 

AT VARIOUS TEMPERATURES 

(b)Exposure temperature, 650 K (710' F) 

17042 156 6.5 

17041 174 2.2 

1705-2 172 2.3 

1705-1 121 0 

0827-1 91 0 

0916-1
! 79 0 

2027-2 

1418-1 

1418-2 

1416-1 


1920-2 

1920-1 

1719-2 

2116-2 

1218-2 

1217-2 


2017-1 

2117-1 

2121-1 

1930-1 

2122-2 

2122-1 


1714-1 
1713-2 
1713-1 

2026-2 

2026-1 

1718-2 

1718-1 


2114-2 

2108-2 

20242 

2114-1 

1209-2 


20042 

2010-2 

1012-2 

2010-1 

1012-1 


~ 

10

I 
17 1080 157 6.4 

26 1030 150 6.7 

35 1090 158 6.6 

39 717 104 0 

~ 

1
lo3 30 1190 172 2.2 

39 1180 171 2.7 
43 1030 150 6.9 
47 910 132 10.7 
52 1180 171 2.4 
61 1160 168 . 9  

>lo4 17 1080 157 6.7 
39 993 144 8.3 
43 1130 164 3.4 
47 1190 173 2.1 
52 1110 170 2.1 

1 61 1160 168 .3 
____ 

~ 

< m 4

I 
9 
17 
26 
35 
52 

1180 
1150 
1020 
579 
531 

171 
(66 

(48 
84 
77 

2.0 
1.0 
0 
0 
0 

~~ 

17 1060 53 7.2 
26 1080 57 7.5 
35 848 23 0 
52 745 08 0 

~ 

22 1090 58 7.2 

30 1140 65 5.7 

39 1100 60 6.4 

47 1090 58 0 

52 1010 46 0 

55 1090 58 0 


~ 

26 1160 68 2.9 
30 1170 69 3.3 
35 1160 68 4.7 
39 1140 65 3.9 
43 1120 62 0 
52 (b) _. 

~ 

bSpecimen broke in exposure r ig  

32 




TABLE V. - Concluded. STRESS-CORROSION RUPTURE 

DATA FOR TITANIUM ALLOY Ti-811 SPECIMENS 

EXPOSED TO NITROGEN AND OXYGEN 

AT VARIOUS TEMPERATURES 

(c)  Exposure tempera ture ,  700 K (800' F) 

Specimen Exposure da ta  I Tens i le  dataIMoisture 1 S t r e s s ,  I Frac tu re  str-

Nitrogen 

2219-

2222- 2 
2226-2 
2226- 1 
2222- 1 I 

23 
27 
27 
36  

945 
993 
04 
(b) 

-~-~~ 

2219-2 10 23  1010 146 6.  1 
2220- 2 27 993 144 9 . 5  
2220- 1 31 696 101 0 

1 I 36 496 72 0 

2214-2 1o3 27 1000 145 9 . 4  
2215-2 3 1  669 97 0 
2214- 1 36  869 126 0 
2215- 1 40 814 118 0 

~ 

2206-2 > l o 4  14  1020 148 9 .2  
2208- 2 18 1050 152 7 .6  
2208- 1 23 1060 154 9 . 2  
2206- 1 J 27 1120 162 1.8 

I 
I 

2229-2 
2229- 1 I 

2304-2 10 23 1040 
2305-2 27 951 
2305- 1 27 1050 
2304- 1 36 979 

2312-2 lo3 14  993 144 7 . 4  
2312- 1 18 1010 147 8 . 1  
2309- 2 23  1030 149 1 . 5  
2309- 1 36  903 131 0 

~ 

23 16- 2 > lo4 23  972 141 8 .9  
2317-2 1 27 1130 164 . 5  
2317- 1 3 1  993 144 .1 
23 16- 1 36 607 88 0 

- ~-

'Percent rupture  s t r e s s .  
bSpecimen broke in  exposure  rig. 
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Specimen Exposure data 	 I Tensile data 
I 
1 I 

Additive Stress, I Frac ture  stress IElongation, 

2822-2 Control 
1718-2 Control 

2701-2 10 percent C02 
2 7 0 4 1  10 percent C 0 2  
2701- 1 10 percent C02 

3203- 2 NaOH in methanol 
3203- 1 NaOH in methanol 

percent 

10.2 
0 

5 .1  
4 . 7  
0 

9 .2  
8.7 

TABLE VII. - EFFECT O F  IMPRESSED POTENTJAL ON 


RUPTURE DATA FOR TITANIUM ALLOY Ti-811 


SPECIMENS EXPOSED AT 650 K (710' F) TO 


OXYGEN WITH A MOISTURE CONTENT 


GREATER THAN lo4  ppm 

Exposure data 	 I Tensile data 
I ~~ ~ 

Impressed I s t r e s s ,  I Frac ture  stress E longation, 
percent 

2 0 0 4 2  Control i 26 i 1160 i 168 2 .9  

36 26 690 100 0 

apercent  rupture stress. 
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III 


TABLE VIII. - STRESS-CORROSION RUPTURE 

DATA FOR UNALLOYED TITANIUM 

SPECIMENS EXPOSED AT 650 K 

(710' F) TO OXYGEN 

Specimen Exposure data I Tensile data 

Moisture! S t ress ,  1 Frac ture  stress IElongation, 

2722- 2 
2722- 1 

apercent  rupture s t r e s s .  

TABLE IX. - EFFECT O F  IMPRESSED POTENTIAL 


ON RUPTURE DATA FOR UNALLOYED TITANIUM 


SPECIMENS EXPOSED AT 350 K (170' F) TO 


OXYGEN (WITH A MOISTURE CONTENT 


> lo4  ppm) WITH LITHIUM 


CHLORIDE SALT 


Specimen 

Impressed St ress ,  Frac ture  s t r e s s  Elongation, 
potential, 1 percent 

v MN/m2 ks i  

3323-2 Control 75 772 112 17.5 

3323- 1 72 75 814 118 3.2 

apercent  rupture stress. 
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TABLE X. - ELECTRODE HALF-CELL POTENTIALS FOR 

2.3 

Titanium cathode 3/2 O2 + 6H’ + 6e- = 3H20, . 3  -
Cell 1 2A1+ 3/2 O2 = A1203 1 2.6I 

Magnesium anode Mg + 2C1- = MgC12 + 2e- 1 0.9 

Titanium cathode 1/2 O2 + 2H+ + 2e- = H20 

+ 1/2 O2 + 2HC1 = MgC12 + H20 1 1 .2  

+ 2H20 = 4H+ + Ti02 + 4e- I 1 . 8I Palladium cathode I O2 + 4H+ + 4e- = 2H20 

I Cell  1 Ti + O2 = Ti02  II ” 
2.1  

TABLE XI. - STRESS-CORROSION RUPTURE DATA FOR 

TITANIUM ALLOY Ti- 811 SPECIMENS EXPOSED 

AT 650 K (710’ F) TO OXYGEN WITH A 

MOISTURE CONTENT OF 10 ppm 

Specimen Exposure data Tensile data 

Coating S t ress ,  Frac ture  s t r e s s  Elongation, 

(a) M N / ~ ~  

2822-2 Control 26 924 134 10.2 
1718-2 Control 35 848 123 0 

2826-2 Palladium 35 1100 160 4.7 
2828-2 Palladium 43 752 109 0 

~ 

2819- 1 Aluminum 26 7 03 102 0 
2819-2 Aluminum 35 1140 166 . 3  

~ 

%RS percent
ksi 

2826- 1 Magnesium 35 938 136 9 .3  
2826-2 Magnesium 43 965 140 10 .4  
2925-2 Magnesium 52 1170 170 5 .9  

69 1110 161 6 .7  

apercent rupture stress. 
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